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B &3 E. 60X, 0.1 mm, ASTM D217

. °C. ASTM D2265

O—/)L&ZEM. 0.lmm, ASTM D1831

PUEK B IR ER . EEFERZE . mm. ASTM D2266

POERAB £ 5 ER . Bh7E 75T & . kef. ASTM D2596
IKFEMKE@79°C., 8K, wi%. ASTM D1264

MEBME. ATULY  L—F12% . ASTM D1743

SKF Emcorfh#HEtER. 10% A TiEK. X721, ASTM D6138
ARER. L—T1>% . ASTM D4048

H1)—Z2 D EHFEE @40°C, mm?2/s. AM-S 1858
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Typical Properties are typical of those obtained with normal production tolerance and do not constitute a specification. Variations that do not affect product

performance are to be expected during normal manufacture and at different blending locations. The information contained herein is subject to change without

notice. All products may not be available locally. For more information, contact your local ExxonMobil contact or visit www.exxonmobil.com

ExxonMobil is comprised of numerous affiliates and subsidiaries, many with names that include Esso, Mobil, or ExxonMobil. Nothing in this document is

intended to override or supersede the corporate separateness of local entities. Responsibility for local action and accountability remains with the local

ExxonMobil-affiliate entities.
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