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Breakdown Voltage, kV, IEC 60156 > 30
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Breakdown Voltage, after Treatment, kV, IEC 60156 >170
Corrosive Sulfur, Procedure B, ASTM D1275 hifinnsAansau
ANUNRULUU@ 20C, kg/L, ISO 12185 0.883
Dielectric Dissipation Factor @ 90 C, IEC 60247 <0.001
302111, 38Pensky-Martens Closed Cup, °C, ISO 2719 148
Ws9AIAI, mN/m, ISO 6295 > 40
anuniialatiundn@ 40 C, mm2/s, ISO 3104 9.5
Oxidation Stability, Sludge, 164 h, 120 C, mass%, IEC 61125-METC 0.11
Oxidation Stability, Total Acidity, 164 h, 120 C, mgKOH/g, IEC 61125-METC 0.31
aa'luawn, °C, IS0 3016 -54
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